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Clysar® �lm type (60 gauge �lm)
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Clysar® �lm type (60 gauge �lm)
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Clysar® LTC �lm type (35 gauge �lm)

Shrink Force - LTC Films

Percent Shrinkage - LTC Films

Shrink Force – The force exerted on the product 
by the film during the shrink process.

LTC LTCL LTCH

LTC LTCL LTCH

Clysar® LTC �lm type (35 gauge �lm)

Shrinkage/Percent Shrink – The decrease in 
dimension of a film when it is subjected to heat.

Percent Shrinkage
The decrease in dimension of a film when it is subjected to heat.




